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Supervised By:  

Нет 2872

Образец #2872

Режим Сплав

Образец

Источник individual

Тип

Партия

Иные

Время 2023-08-18 10:52:56

Экспозиция 5

Совпадение 304SS

Число
совпадений

0.414

Элем % +/-

Ni 8.055 0.377

Fe 72.922 0.322

Cr 17.955 0.206

Mn 0.886 0.032

V 0.084 0.029

Mo 0.087 0.015
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Образец #2873

Режим Сплав

Образец

Источник individual

Тип

Партия

Иные

Время 2023-08-18 10:53:27

Экспозиция 5

Совпадение 304SS

Число
совпадений

0.3

Элем % +/-

Mn 0.995 0.531

Ni 8.575 0.424

Cr 17.226 0.417

Fe 72.498 0.37

Cu 0.591 0.122

Mo 0.104 0.109
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